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Fig. 3. Macrostructure of the melted areas and pad welds made by TIG: a) melted area on the 1 mm thick plate b) melted area on the 3 mm 

thick plate c) melted area on the 5 mm thick plate 
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Fig. 4. Macrostructure of the melted areas and pad welds made by plasma arc: a) melted area on the 1 mm thick plate, b) melted area on 

the 3 mm thick plate, c) melted area on the 5 mm thick plate 








