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samples it was possible to observe concentrations of terebratulids fossils which size ranges from 
2 cm up to 15 cm. The rocks are mainly built of calcite, moreover dolomite and iron minerals 
occur (iron oxides, pyrite).

3.2. Results of microscopic analysis

Results of microscopic analysis allowed to distinguish only two carbonate phases: calcite and 
dolomite. Non-carbonate minerals include: quartz, chalcedony, iron minerals (goethite, hematite, 
pyrite) and in some samples clay minerals. The higher content of non-carbonate minerals was 
observed in the rocks from the Kamionek Marl Member and an increased content of crinoids 
in the St. Anne’s Mountain Encrinite Member (Pl. 3). A microscopic characteristic of analyzed 
rocks broadens the data which have been published before (Stanienda, 2013a). The samples 
description was done according to the standards presented by Boggs (2010) and Flügel (2004).

Rocks of Kamionek Marl Member present sparry or microsparry texture, sometimes bio-
clastic one. There is a very small amount of allochems (bioclasts) in this type of rocks. Single 
bioclasts are crinoids stem plates and shells of terebratulids (samples SO9, SO28). Allochems are 
built of the micritic calcite, sometimes of sparry crystals. The areas between bioclasts are filled 
with the granular or mosaic cement built of spar, microspar or micrite (samples SO27, SO28). 
Occasionally, bladed, syntaxial cement was observed (samples SO28) (Boggs, 2010). In some 

 

 

 

 

Plate 2. Examples of limestone samples of Terebratula Beds.
A – Rock sample SO27 from the Kamionek Marl Member; B – Rock sample SO29 from the Kamionek Marl 
Member; C – Rock sample SA10 from the St. Anne’s Mountain Encrinite Member (Stanienda et al., 2011); 
D – Rock sample SO10 from the St. Anne’s Mountain Encrinite Member; E – Rock sample SA12 from the 
Chelm Coquina Member (Stanienda et al., 2011); F – Rock sample S2 from the Chelm Coquina Member
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aggregates or fill up stylolites, dissolution seams or cracks. Opaque crystals could be treated 
as pyrite. According to a microscopic analysis, the rocks from this unit could be classified as 
mudstone or as wackstone.

In rocks of St. Anne’s Mountain Encrinite Member (samples SA10, SA11, SO1, SO3, SO4, 
SO10) a lots of allochems (bioclasts) were observed, mainly crinoids stem plates, shells of ter-
ebratulids (sample SO1), foraminifera, peloids and aggregates. The texture of rocks is bioclastic. 
The presence of crinoids stem plates could indicate the shelf environment (Flügel, 2004). Some 
allochems are built of sparry calcite, others – of microsparry or micriticcrystals, which also repre-
sent calcite phases. In the areas of bioclasts contact or in pores between bioclasts the matrix was 
noticed (samples SA10, SO1, SO3) (Pl. 3A). It forms granular or mosaic cement (Boggs, 2010) 
built of sparry or microsparry crystals different in size (samples SA10, SO1, SO3), in some areas 
of samples – micritic ones (sample SO1, SO3, SO10). In some areas of rocks palisade neomorphic 
sparite was observed (samples SA10, SO1, SO3) (Pl. 3I). In samples SO3 and SO4 it is possible 
to find parts of dissolved shells filled with sparry calcite and rhombohedral dolomite (Pl. 3B). 
In some calcite crystals rhombohedral cleavage is visible (sample SO4). It is the second genera-
tion calcite formed during diagenesis (pseudospar). The matrix which predominates in rocks is 
normally built of microspar (sample SO2). A characteristic feature of these rocks is presence of 
veins and bunches filled with sparry calcite which are arranged disorderly in the matrix. Calcite 
phases predominate in the rocks of member. It forms crystals different in size (from micritic to 
sparry). Moreover sparry, euhedral, rhombohedral dolomite crystals were observed (samples 
SA10, SO1, SO3, SO4, SO10). It was also possible to detect pseudomorphs after dolomite (sam-
ple SO10). Some pseudomorphs are filled with iron oxides. Among non-carbonate phases iron 
oxides dominate. They filled dissolution seams, cracks (sample SA11), dolomite pseudomorphs 
(sample SO10), stylolites (sample SO3), sometimes they are dispersed in groundmass or form 
concentrations. Opaque crystals could be treated as pyrite. According to a microscopic analysis 
the samples of this unit could be classified as packstone, grainstone seldom as floatstone.

Rocks of Chelm Coquina Member present sparry or microsparry texture, seldom bioclastic 
one. Rocks with bioclastic texture built shell limestone which forms inter-layers in marl limestones. 
The rocks are built of microspar groundmass (matrix), in some areas of rock- spar or micrite- or-
thochems, composed of crystals different in size and shape (from 0.02 to 0.1mm). The matrix is 
built of calcite and dolomite. Calcite crystals ranges from micrite to spar. Dolomite forms sparry 
crystals. Also in these rocks it is possible to find bunches and veins filled with sparry calcite. Its 
crystals are bigger in size than crystals (more than 0,1 mm) which build the matrix (samples S1, 
S7, S8, SA12). Dolomite which occurs in sparry groundmass forms euhedral, rhomboherdral in 
shape crystals (samples S1, S2, S4, S5, S8, S9). In some samples pseudomorphs after dolomite 
were detected (samples S2, S4, S9). They are filled with iron oxides. In rocks with bioclastic 
texture (samples SO5, S2, S7) allochems (bioclasts) predominate- mostly shells, foraminifera 
fossils, sometimes crinoids stem plates. They are built of micritic calcite, seldom – the sparry one 
(sample S2). It is also possible to observe aggregates of micritic calcite. Some bioclasts are sur-
rounded by a micritic cover. The areas of the bioclasts contact are filled with sparry  (0.02-0.1mm), 
granular or mosaic cement (sample S2) (Boggs, 2010). In some areas of rocks palisade neomorphic 
sparite is visible. Among carbonate minerals calcite phases dominate but dolomite is also present 
(samples S1, S2, S4, S5, S8, S9) (Pl. 3- F, G, H). Non-carbonates are represented by quartz (sam-
ple S4), chalcedony (samples S1, S2, S3, S4, S7, S8) and iron minerals (samples S1, S2, S4, S5, 
S7, S8, S9, SA12). Iron minerals are dispersed in rock mass, sometimes they form aggregates 
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tograms which did not belong to low-Mg calcite and in samples – S2 and S5 (Pl. 4 – E, F) to 
dolomite shows that these lines present lattice parameters proportionally lower than interplane 
values changes dhkl of diffraction lines characteristic for low-Mg calcite. These diffraction lines 
are typical for high-Mg calcite. The d104 value of high-Mg calcite depends on MgCO3 content. 
The value of d104 – 2.988 Å is typical for high-Mg calcite with content of MgCO3 – 16.3 mol %, 
the value of d104 – 2.972 Å for content of MgCO3 – 22.5 mol % (Zhang & Dave, 2000). If the 
content of MgCO3 rises, the value of d104 drops. Unstable calcite phases could also present the 
value of d104 – 2.964 Å (Smyth & Ahrens, 1997). High-Mg calcite was identified mainly on the 
basis of d104 value in samples S2, S5 (Pl. 4 – E, F). In diffractograms of samples S2 and S5 also 
other diffraction lines typical for this phase were determined. High-Mg calcite occur in rocks 
of Chelm Coquina Member. Dolomite was identified in samples SO30, SA10 and S5. So as 
dolomite occurred in the rocks of all members of the Terebratula Beds. Huntite was identified 
only in one sample – S5 (Pl. 4F), on the basis of diffraction line of the highest intensity – 2.83 Å 
and also on the basis of three other diffraction lines of lower intensity (Yavuz et al., 2006; http://
rruff.info/Huntite).

Huntite like high-Mg calcite occurred only in rocks of Chelm Coquina Member. Also quartz 
(samples SO28 – Pl. 4A, SO30 – Pl. 4B, SO1 – Pl. 4C, S2 – Pl. 4E, S5 – Pl. 4F), ankerite (samples 
SO28 – Pl. 4A, SO30 – Pl. 4B, SO1 – Pl. 4C), orthoclase (samples SO28 – Pl. 4A, S5 – Pl. 4F) 
and illite (sample S2 – Pl. 4E) were identified. However illite was determined only on the basis 
of one diffraction line, so its presence in the sample S2 is doubtful.

3.4. Results of microprobe measurements

Sample SO1 � limestone from St. Anne�s Mountain 
Encrinite Member

In microarea 1 of the SO1 sample, in the area of groundmass, the EDS analysis was carried 
out. The selected specimen fragment is built of the calcite of light grey in colour and carbonate 
phase enriched in Mg which forms euhedral, rhombohedral crystals dark grey in colour (Pl. 5). 
The areas white in colour are built of alumina and silica phases. The results of a chemical analysis 
(Tab. 2, Pl. 6) show that elements values measured there are average values determined for the 
entire microarea. The results indicate a domination of low-Mg calcite there. But carbonate phases 
enriched in Mg, silicates, aluminosilicates and iron minerals also occur.

In the second microarea of sample SO1, inside of groundmass the WDS analysis was carried 
out (Pl. 7) (Stanienda, 2013a). The chemical composition of the sample, determined by means 
of penetration, at the selected points of this microarea (Tab. 3) show that the carbonate phase 
presented here is characterized by a diversified chemical composition due to the presence of Ca 
and Mg. A slight enrichment in Mg was identified around dark grey areas which take up around 
10% of the microarea surface (Pl. 7). The results of a chemical analysis indicate the domination 
of low-Mg calcite. The content of Mg in low-Mg calcite varies in points from0.03 to 0.24%, the 
content of Ca from 40.55 to 41.07%. At all points the presence of Fe was determined, at some 
points- small amounts of Ba, Sr and Mn (Tab. 3). The presence of Sr and Ba points out to the 
occurrence of aragonite in the original carbonate sediment.
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TABLE 3

Microprobe chemical analyses in second microarea of sample SO1 (Stanienda, 2013a)

Point 
number

Type of chemical element [%mass]
Total

O C Mg Si Al Ca K Ba Sr Fe Mn
1 53.91 4.89 0.24 0.00 0.00 40.55 0.00 0.00 0.04 0.36 0.01 100.00
2 53.91 4.87 0.19 0.00 0.00 40.66 0.00 0.00 0.00 0.35 0.02 100.00
3 53.01 5.55 0.24 0.00 0.00 40.77 0.00 0.02 0.04 0.36 0.01 100.00
4 52.32 6.28 0.19 0.00 0.00 40.84 0.00 0.03 0.00 0.32 0.02 100.00
5 52.31 6.73 0.06 0.00 0.00 40.85 0.00 0.00 0.02 0.02 0.01 100.00
6 53.07 5.79 0.03 0.00 0.00 41.07 0.00 0.00 0.00 0.04 0.00 100.00

Sample S2 � limestone from Chelm Coquina Member

In microarea 1 of the S2 sample (in the area of groundmass) the EDS analysis was carried 
out. The selected specimen fragment is built mainly of the calcite phase grey in colour (Pl. 8). 
Areas white in colour are built of alumina and silica phases. The results of a chemical analysis 
(Tab. 4, Pl. 9) show that elements values measured there are average values determined for the 
entire microarea. 

TABLE 2

Microprobe chemical analyses of a sample SO1

Chemical formula % mass
C 8.87
O 26.52

Mg 0.12
Al 0.13
Si 0.23
Ca 63.79
Fe 0.34

Total 100.00
Plate 5. BSE first image of a sample SO1

Plate 6. Spectrum of chemical elements in the first microarea of a sample SO1
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Plate 9. Spectrum of chemical elements in the first microarea of a sample S2

The results of the chemical analysis indicate a domination of low-Mg calcite. Moreover 
silicates and aluminosilicates occur. The results also indicate the enrichment of iron minerals in 
sample S2 (Pl. 9, Tab. 6).

In the microareas 2 and 3 of sample S2, inside of the groundmass, WDS analysis was car-
ried out (Pl. 10, 11) (Stanienda, 2013a, b). The chemical composition of the sample, determined 
by means of penetration, at the selected points of these microareas (Tab. 5 and 6) show that the 
carbonate phase presented there is characterized by a diversified chemical composition due 
to the presence of Ca and Mg. The enrichment in Mg in the microarea 2 (points 1, 2, 5) (Sta-
nienda, 2013a) is identified around dark grey areas (Pl. 10). The phase enriched in Mg takes up 
around 20% of the microarea surface. The results of a chemical analysis carried out in microarea 
2 indicate that two carbonate phases occur here: low-Mg calcite phase (Tab. 5 – points 3, 4), 
high-Mg calcite (Tab. 5 – points 2, 5) and dolomite (Tab. 5 – point 1). The content of Mg in 
low-Mg calcite phase varies in points from 0.20 to 0.30%, the content of Ca – from 41.00 to 
41.50%. In high-Mg calcite the content of Mg varies in points from 7.10 to 10.70%, the content 
of Ca – from 26.30 to 38.40%. In dolomite phase the content of Mg presents value 13.20%, the 
content of Ca – 24.20%. At point 2 of microarea 2 (Tab. 5) the presence of Fe was determined, 
at point 3 – a small content of Sr. The presence of Sr points out to the occurrence of aragonite in 

Plate 8. BSE first image of a sample S2. Magn. × 500

TABLE 4

Microprobe chemical analyses of a sample S2

Chemical formula % mass

C 8.54
O 26.19

Mg 0.43
Al 0.11
Si 0.24
Ca 62.38
Fe 2.11

Total 100.00
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Plate 10. BSE second image of a sample S2 
(Stanienda, 2013a).

Magn. × 2000. Light grey – calcite, 
dark grey – carbonate phase rich in magnesium. 

1-5 – points of chemical analysis

Plate 11. BSE third image of a sample S2 
(Stanienda, 2013b).

Magn. × 500. Light grey – calcite, 
dark grey – carbonate phase rich in magnesium, 

1-9 – points of chemical analysis

the original carbonate sediment, which was transformed into low-Mg calcite during diagenesis. 
The enrichment in Mg in the microarea 3 is identified around dark grey areas which take up 
around 35% of the microarea surface (Pl. 11) (Stanienda, 2013b). Light grey phase represents 
calcite. The results of a chemical analysis indicate the occurrence of two carbonate phases in this 
microarea: low-Mg calcite (Tab. 6 – points 5 to 9) and huntite (Tab. 6 – points 1 to 4). 

The content of Mg in huntite phase varies from 14. 6 to 16.2% in points, the content of Ca 
from 23.1 to 25.8%. The content of Mg in this phase is lower than the stoichiometric value typical 
for huntite, which varies from 20 to 21% Mg (33-34% MgO). The reduction of Mg in huntite could 
be caused by diagenetic processes. At all points (Tab. 8) the presence of iron was determined. At 
many points small amounts of Al and K were determined and at some points – Ba, Sr and Mn.

TABLE 5

Microprobe chemical analyses in second microarea of sample S2 (Stanienda, 2013a)

Point 
number

Type of chemical element [%mass]
Total

O C Mg Si Al Ca K Ba Sr Fe Mn
1 53.80 8.80 13.20 0.00 0.00 24.20 0.00 0.00 0.00 0.00 0.00 100.00
2 54.80 8.00 10.70 0.00 0.00 26.30 0.00 0.00 0.00 0.20 0.00 100.00
3 50.60 8.00 0.30 0.00 0.00 41.00 0.00 0.00 0.10 0.00 0.00 100.00
4 46.70 11.60 0.20 0.00 0.00 41.50 0.00 0.00 0.00 0.00 0.00 100.00
5 45.90 8.60 7.10 0.00 0.00 38.40 0.00 0.00 0.00 0.00 0.00 100.00

Sample SA12- limestone from Chelm Coquina Member

In microarea 1 of SA12 sample, inside of groundmass, the EDS analysis was carried out 
(Pl. 12). The selected specimen fragment of this limestone is built mainly of the calcite phase 
grey in colour. There are also some areas white in colour which indicate the occurrence of alu-
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mina and silica phases. The results of a chemical analysis determined in this microarea (Tab. 7, 
Pl. 13) show that the elements values measured there are average values determined for the entire 
microarea. The results of the chemical show that in this rock low-Mg calcite dominates. The 
results indicate the enrichment of iron minerals in sample SA12.

TABLE 6

Microprobe chemical analyses in third microarea of sample S2 (Stanienda, 2013b)

Point 
number

Type of chemical element [%mass]
Total

O C Mg Si Al Ca K Ba Sr Fe Mn
1 48.35 10.85 16.18 0.00 0.04 23.07 0.03 0.84 0.00 0.64 0.00 100.00
2 49.69 10.36 14.85 0.00 0.04 24.24 0.03 0.01 0.02 0.75 0.01 100.00
3 50.31 8.22 15.36 0.00 0.03 25.79 0.04 0.00 0.01 0.24 0.00 100.00
4 45.66 9.29 14.56 0.00 0.02 23.54 1.04 5.69 0.00 0.17 0.03 100.00
5 45.65 8.66 0.42 0.00 0.00 45.15 0.04 0.02 0.00 0.02 0.04 100.00
6 53.50 4.04 0.21 0.00 0.02 42.14 0.08 0.00 0.00 0.01 0.00 100.00
7 44.74 11.07 0.27 0.00 0.00 43.84 0.04 0.01 0.00 0.03 0.00 100.00
8 45.46 8.75 0.06 0.00 0.01 45.68 0.00 0.00 0.03 0.01 0.00 100.00
9 43.45 9.80 3.49 0.00 0.01 43.14 0.03 0.01 0.00 0.06 0.01 100.00

TABLE 7

Microprobe chemical analyses of a sample SA12

Chemical formula % mass

C 11.84
O 35.56

Mg 0.33
Al 0.49
Si 1.43
Ca 50.14
Fe 0.21

Total 100.00Plate 12. BSE first image of a sample SA12. Magn. × 100

Plate 13. Spectrum of chemical elements in the first microarea of a sample SA12
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In the second microarea of sample SA12, inside of groundmass, the WDS analysis was 
carried out (Pl. 14) (Stanienda, 2013a). The chemical composition of the sample, determined 
by means of penetration, at the selected points of this microarea (Tab. 8) show a domination of 
low-Mg calcite there. The results of a chemical analysis confirm the domination of this phase. 
The content of Mg in low-Mg calcite phase varies in points from 0.18 to 1.08%, the content of 
Ca from 36.94 to 41.66%. At all points of this microarea (Tab. 8) the presence of Si, Al, K and 
Fe were determined. It indicates the possibility of silicates and aluminosilicates occurrence. At 
some points small amounts of Ba, Sr and Mn were identified. The presence of Sr and Ba points 
out to the aragonite presence in the original carbonate sediment. 

Plate 14. BSE second image of a sample SA12 (Stanienda, 2013a).
Magn. × 500. Light grey – calcite, dark grey – carbonate phase rich in magnesium, 

1-4 – points of chemical analysis

TABLE 8

Microprobe chemical analyses in third microarea of sample SA12 (Stanienda, 2013a)

Point 
number

Type of chemical element [%mass]
Total

O C Mg Si Al Ca K Ba Sr Fe Mn 
1 48.12 8.90 1.08 0.04 0.06 41.66 0.02 0.00 0.04 0.06 0.02 100.00
2 51.88 9.00 0.94 0.63 0.27 36.94 0.05 0.08 0.08 0.13 0.00 100.00
3 49.72 8.43 0.25 0.13 0.19 40.91 0.03 0.00 0.00 0.34 0.00 100.00
4 50.33 10.78 0.18 0.32 0.12 37.91 0.04 0.00 0.12 0.20 0.00 100.00

3.5. Results of FTIR Spectroscopy

Results of the Fourier analysis in infrared show that in the investigated limestones low-Mg 
calcite dominates (Pl. 15) (Stanienda, 2013a, b). This phase was identified on the basis of the 
following infrared bands: V4 = 712 cm–1, V2 = 847 cm–1 and V2 = 874 cm–1, V3 – from 1420 cm–1 

to 1422 cm–1, V1 + V4 – from 1798 cm–1 to 1799 cm–1, V1 + V3 – from 2512 cm–1 to 2513 cm–1. 
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Sometimes in infrared absorption spectra also other bands were observed – 1367 cm–1 (sample S8), 
2348 cm–1 (sample SA12), 2688 cm–1 (sample S8), 2594 cm–1 (sample S2), 2599 cm–1 (sample 
SA12), 2875 cm–1 (in all samples) and 2983 cm–1 (samples SA10, SO1, SO28, S2, S8). High-Mg 
calcite was identified only in sample SA12 (limestone of the Chelm Coquina Member), on the 
basis of infrared bands V1 + V4= 1800 cm–1 and 2984 cm–1 (Pl. 15A). Dolomite was determined 
in two limestones of the St. Anne’s Mountain Encrinite Member, in sample SA10 on the basis of 
bands 2360 cm–1 and 2610 cm–1, and in SO1 – on the basis of bands 2385 cm–1, 2360 cm–1 and 
2610 cm–1 (Pl. 15 B) and in two limestones of the Chelm Coquina Member, in samples S2 – on 
the basis of band 2360 cm–1 and in S8 – on the basis of band V4 = 729 cm–1 (Pl. 15C and 15D). 
Huntite was identified in the samples from the St. Anne’s Mountain Encrinite Member (SO1 – 
Pl. 15 B) and the samples from the Chelm Coquina Member (SA12 – Pl. 15A and S2 – 15C). 
Huntite was determined based on the infrared bands of the values: 1555 cm–1 – in sample S2, 1561 
cm–1 – in sample SA12 and 1562 cm–1 – in sample SO1 (Ramseyer et al., 1997; http://rruff.info/
Huntite). Moreover, feldspars (samples SO28, SO1, SA10, SA12, S2), quartz (samples SO28, 
SA10, SA12) and kaolinite – (sample SO1) were identified (Stanienda, 2013a).
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Plate 15. Infrared absorption spectra of limestone samples in the range from 400 to 4000 cm–1.
A – Infrared absorption spectrum of the sample SA12 (Stanienda, 2013a); B – Infrared absorption 

spectrumof the sample SO1 (Stanienda, 2013a, b); C – Infrared absorption spectrum of the sample S2 
(Stanienda, 2013a); D – Infrared absorption spectrum of the sample S8 (Stanienda, 2013a)
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4. Discussion

4.1. Carbonate phases in limestones of the Terebratula Beds 

The research results show that in limestones of the Terebratula Beds four carbonate phases 
were identified: low-Mg calcite, high-Mg calcite, dolomite and huntite. Low-Mg calcite and 
high-Mg calcite are usually mixed in groundmass of limestones poor in allochems or form mic-
ritic cement in limestones with bioclasts. Larger sparry low-Mg calcite grains are different in 
size (0.02-0.1 mm) and shape (irregular, oval, sometimes rhombohedral). In some areas of sam-
ples they form aggregates, sometimes fill in dissolution seams or cracks. Sparry xenomorphic 
low-Mg calcite grains could be treated as products of diagenetic processes- aggradation and 
recrystallization of micritic grains of primary carbonate material. Visible in thin sections crystals 
of calcite often form palisade neomorphic sparite which surrounds bioclasts. Dolomite forms 
euhedral, rhombohedral crystals. Some of them filled with iron minerals are pseudomorphs after 
dolomite. In thin sections also quartz, chalcedony, iron minerals (iron oxides and pyrite) and in 
some samples – clay minerals were determined. The results of X-ray diffraction, microprobe 
measurements and FTIR spectroscopy show that in all investigated limestones low-Mg calcite 
dominates. High-Mg calcite, dolomite and huntite also occur. High-Mg calcite was determined 
only in diffractograms of two samples: S2 and S5. Dolomite occurred in three samples: SO30, 
SA10, S5 and huntite – only in one sample S5. The results of X-ray indicate also the presence 
of ankerite (in samples SO1, SO28, SO30) and quartz (in samples SO1, SO3O, S2, S5). Accord-
ing to FTIR results, high-Mg calcite is present only in rocks of the Chelm Coquina Member 
(sample SA12), dolomite – in rocks of the St. Anne’s Mountain Encrinite Member (samples 
SA10, SO1) and in the rocks of the Chelm Coquina Member (samples S2, S8), huntite – in the 
rocks of the St. Anne’s Mountain Encrinite Member (SO1) and the rocks of the Chelm Coquina 
Member (SA12, S2). The results of microprobe measurements show that the limestones of the 
Terebratula Beds are mainly built of low-Mg calcite but other carbonate phases were identified 
as well- high-Mg calcite, dolomite and huntite (Stanienda, 2013a, b). According to the results, 
the content of Mg in low-Mg calcite presents values below 3.5% and in high Mg-calcite, which 
was determined in the sample S2 – rock from the Chelm Coquina Member, it oscillates from 7.1 
to 10.1%. The chemical formula of low-Mg calcite calculated on the basis of microprobe meas-
urements results can be demonstrated as follows: (Ca1-0.98, Mg0-0.02)CO3 and that of high-Mg 
calcite as follows: (Ca0.87-0.74, Mg0.13-0.26)CO3 (Stanienda, 2013a). Dolomite occurred only in 
sample S2. Huntite was also identified only in this sample. The content of Mg in the dolomite 
of Terebratula Beds of limestone presents value 13.20%, which is similar to the stoichiometric 
value of Mg for this carbonate phase- 13.18 % (21.86% of MgO, 45.91% of MgCO3). It indicates 
the presence of ordered dolomite in this rock, because non-stoichiometric, poorly ordered pro-
todolomite is characterized by a lower than stoichiometric value of MgO in crystal (Morse & 
Mackenzie 1990; Boggs, 2010). The value of Mg content in huntite oscillates from 14.56 to 
16.18%. It is a lower value than the stoichiometric one for this carbonate phase – 20.65% (34.25% 
of MgO, 71.93% of MgCO3) (http://rruff.info/Huntite). The decrease of Mg in primary huntite 
could be caused by removing Mg ions from huntite structure during diagenesis (probably cal-
citization?) (Stanienda, 2013a, b). Because of this, the calculated Mg/Ca ratio for huntite presents 
a value below 1.00 which is lower than the one for stoichiometric contents of Mg and Ca (it 
ranges between 2.04 and 3.85, with an average of 2.77) (Yavuz et al., 2006; Stanienda, 2013b). 
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the first generation cement in the rocks the Terebratula Beds from the area of Opole Silesia were 
formed in the epicontinental Germanic Basin during direct crystallization from sea water at the 
same time as aragonite (early stage of diagenesis) (Szulc, 2000). The sources of Mg are usually 
sea waters but sometimes fresh waters as well. Mg could have also come from weathering land 
carbonate or silicate rocks. When delivered to sea water in a shelf zone, sometimes high-Mg 
calcite is formed (Mackenzie & Anderson, 2013). Some amounts of Mg could have come from 
sea organisms – shells and different parts of skeletons (Goffredo et al., 2012; Morse et al., 2006). 
Dolomite was probably formed in the mixing zone of the waters from the phreatic zone and salty 
sea waters during early constructive diagenesis (eogenetic stage of diagenesis) (Ali et al., 2010; 
Bodzioch, 2005; Szulc, 2000). The mosaic pseudospar (second generation cement) is the product 
of aggradation and recrystallization processes (mesogenetic stage of diagenesis) (Ali et al., 2010). 
Huntite was formed in the areas of the Germanic Basin in which diagenetic processes took place 
with the contribution of waters from the vadose zone (Deelman, 2011; Stanienda, 2013a, b). 
Non-carbonates are terrigenous apart from chalcedony and quartz which are products of silifica-
tion processes (Bodzioch, 2005). Silification and dedolomitization happened during the teloge-
netic stage of diagenesis, when long-buried rocks were affected by processes associated with 
uplift and erosion (Ali et al., 2010).

4.2. Practical application of limestone with carbonate phases rich 
in magnesium 

The data also present practical importance. Limestones are used as a sorbent in processes of 
flue gases desulfurization in power plants. Usually “pure” limestone with content of MgO <2% 
is applied. But analyzing the possibility of application of limestones including carbonate phases 
rich in magnesium, it can be said that these rocks may be a better sorbent than “pure” limestone 
built mainly of low-Mg calcite. This type of sorbent could be used especially applying dry method 
when coal combustion run in Fluidized Bed Reactor (Lysek, 1997, Nadziakiewicz & Janusz, 
1999). Effectiveness of this method is 95%. In these method desulfurization process is going in 
bed composed of fluidized stream of air containing small particles of fly ash, sorbent and fuel. 
Two chemical reactions are going during dry desulfurization process, when limestone is used as 
a sorbent and three when dolomite is used (Lysek, 1997; Nadziakiewicz & Janusz, 1999) (Tab. 9).

TABLE 9

Chemical reactions going during desulfurization

No Limestone is used as a sorbent

1. Desintegration of CaCO3 CaCO3 = CaO + CO2 (calcination) [890oC]

2. Reaction of joining SO2 by CaO. CaSO4 is 
formed CaO + SO2 + O,5 O2 = CaSO4

Dolomite is used as a sorbent

1. Desintegration of dolomite CaCO3 * MgCO3 = CaCO3 + MgCO3

2. Calcination of carbonates MgCO3 = MgO + CO2 
CaCO3 = CaO + CO2 

[750oC]
[890oC]

3. Reaction of decarbonates with SO2
CaO + SO2 + 0,5 O2 = CaSO4

2 MgO + SO2 + 0,5 O2 = MgSO4 + MgO
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Using dolomite as a sorbent for desulphurization of flue gases in power plants makes the 
effectiveness of the process better because the temperature of decarbonization of dolomite is lower 
than the decarbonization temperature of calcite, so the time of reaction of decarbonates with flue 
gases is longer. But because of the worse physical properties of dolomite (for instance – hardness) 
and the presence of periclase in product, which is formed during the reaction, dolomite is used 
very seldom as a sorbent for desulfurization of flue gases in power plants in Poland. So as it will 
be better to use limestone including apart of “pure” calcite also carbonates rich in magnesium 
than dolomite. The effectiveness of desulfurization process is higher with application of the 
limestone including carbonate phases rich in magnesium because decarbonization of these phases 
undergoes in lower temperatures than the decarbonization of “pure” calcite (low-Mg calcite). 
It is connected with a difference in the size of calcium and magnesium ions and the strength 
of ionic bonds. Substitution of magnesium in carbonate phases causes a decrease in ionic bond 
strength so the process of decarbonization of carbonate minerals occurs in lower temperatures. 
Lower temperatures of decarbonization of phases rich in magnesium cause earlier oxide secretion 
from carbonate minerals and because of it their earlier binding of sulfur oxides and REA gypsum 
formation. Thus the desulfurization process is more effective. Because of it the limestone which 
is built not only of low-Mg calcite but also of carbonate phases rich in magnesium, like high-Mg 
calcite, dolomite and huntite, could be a better sorbent than “pure” limestone built only of low-Mg 
calcite. The material which is formed during dry desulphurization includes many components 
(Lysek, 1997; Nadziakiewicz & Janusz, 1999) (Tab. 10). When “pure” limestone including below 
2% of MgO is used as sorbent REA-gypsum is formed during desulfurization process. It is used 
especially in building construction and other branches of industry.

TABLE 10

Composition of desulfurization product

Type of desulfurization 
product Composition

Fly ash

Fine grained material including grains smaller than 0,1 mm. It contains 
minerals and glassy substance. The most common minerals of fl y ash: 
mullite (10-20%), quartz (4-15%), calcite (0,8-3,4%), hematite (2-9,5%), 
magnetite (0,9-12%), CaO (0,6-12%), periclase – MgO (2-3%), 
gypsum (1-2%). Heavy metals: As, Be, Cd, Cr, Co, Zn, Pb, Cu, Ni, V. Other 
chemical elements: ash: Al, Hg, Mn, Se, Tl.

Slag-coarse-grained 
material Its mineral composition is similar to components of fl y ash.

Chemical compounds

Products of chemical reactions between SO2 and CaO: CaSO2*2H2O 
(gypsum), anhydrite (CaSO2), CaSO3, CaO, MgO (periclase – when 
dolomite is used as a sorbent), CaCl2, aluminosilicates of Ca, K and Mg, 
Ca6Al2[(OH)4SO4]3*24H2O (ettringite), Fe2O3 (magnetite), FeS (pirotine) 
and particles of sorbent (CaCO3) (Ikavalko et al., 1995; Kanafek & Fojcik, 
1998; Sanders et al., 1995).

But it must be for each application adapted. If limestone including carbonate phases rich 
in Mg (especially high-Mg calcite) is used as a sorbent the product of reaction will include also 
magnesium phases apart from gypsum and anhydrite like in case of dolomite application. So 
as it will be necessary to determine the possibilities of application the product which includes 
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magnesium sulfates and periclase. Desulfurization of flue gases is very important, because in 
many Polish power plants and also power plants in other countries of the world coal is used 
as a main energy resource. There is often an impurity of sulfur in coal so it is necessary to use 
desulfurization of flue gases which are emitted during coal combustion to reduce the emission 
of sulfur oxides into the atmosphere. It allow to reduce the air contamination which occur during 
energy production applying coal as the energy resource. However, the use of sorbent containing 
high-Mg calcite, dolomite and huntite may cause the desulfurization process significantly more 
energy-consuming than with a use of limestone built of “pure” calcite. Moreover, application 
a sorbent which contains carbonate phases with magnesium may cause higher costs due to severe 
corrosion of equipment in the system by the presence of the desulfurization products soluble in 
water vapor exhaust magnesium sulfate. It must therefore be carefully analyzed the amount of 
carbonate phases with magnesium, present in the sorbent, and their type and moreover, the type of 
desulfurization method which is applied in power plant before making a decision about  applying 
sorbent including magnesium carbonates for desulfurization of flue gases.

5. Conclusions

The results of executed analyses indicate the presence of four carbonate phases with 
different content of Mg in the rocks of the Terebratula Beds from the area of Opole Silesia: 
low-Mg calcite, high-Mg calcite, dolomite and huntite. Micritic grains of high-Mg calcite 
mixed with micritic grains of low-Mg calcite build the groundmass or cement in organic lime-
stones. Mixed dolomite and huntite form euhedral crystals, rhombohedral in shape. Some of 
them are filled with iron minerals. They are pseudomorphs after dolomite. X-ray diffraction 
allow to determine apart low-Mg calcite and dolomite also high-Mg calcite (in two samples 
– S2 and S5) and huntite (only in one sample – S5). Moreover, in three samples (SO1, SO28, 
SO30) ankerite was observed and in some samples – quartz (in SO1, SO3O, S5). The results 
of microprobe measurements confirmed the presence of four carbonate phases different in 
Mg content: low-Mg calcite, high-Mg calcite, dolomite and huntite. The content of Mg in 
low-Mg calcite presents values below 3.5%. So the chemical formula of this mineral can be 
demonstrated as follows: (Ca1-0.98,Mg0-0.02)CO3. In high Mg-calcite the Mg content varies in 
the range from 7.10 to 10.10%, so as its chemical formula can be demonstrated as follows: 
(Ca0.87-0.74,Mg0.13-0.26)CO3. The content of Mg in dolomite of Terebratula limestone presents 
value 13.20%. Because it’s similarity to the stoichiometric value of Mg for this carbonate phase 
this phase could be treated as ordered dolomite. The value of Mg content in huntite varies in 
the range from 14.56 to 16.18%. It is lower than the stoichiometric value for this carbonate 
phase – 20.65%. The decrease in Mg in this phase could be caused by removing Mg ions from 
the crystal structure during diagenesis. The results of microprobe measurements indicate the 
presence of a low amount of iron minerals (ankerite/iron oxides/pyrite) and also silicates and 
aluminosilicates in limestones of the Terebratula Beds from the area of Opole Silesia. Results 
of FTIR Spectroscopy also confirmed the presence of four carbonate phases different in mag-
nesium content. According to the results of studies it can be said that primary low-Mg calcite 
and high-Mg calcite of the Terebratula Beds from the area of Opole Silesia were formed in the 
epicontinental germanic basin during crystallization from sea water at the same time as arago-
nite (the eogenetic stage of diagenesis). The conditions of sea water, especially higher salinity, 








